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(Properties) (Test Method) (Test Condition) (Unit) PB-575
B/D/SM ASTM D1416 - % 60/40
Volatile matter ASTM D1416 - wWt% 0.6
Ash Content ASTM D1416 - wit% 0.2
Oil Content ASTM D1416 - phr 50
Melt Elow |ndex ASTM D1238 200 ,5Kg g/10min 6.0
Melt Elow Index ASTM D1238 190 ,5Kg 9/10min 4.5
Hardness ASTM D2240 - Shore A 63
Specific Gravity ASTM D792 23 : 0.94
Appearance ) ) ) Foam Pellet
Bale Weight ) - Kg 20
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