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i ASTM D638 1/87,6 mm/min Kg/c(lb/in?) 480(6800)
Tensile Strength
i
_ _ ASTM D638 1/8”,6 mm/min % 20
Tensile Elongation
"_ée. Ebr 5:, fi
s ASTM D790 1/4”,2.8 mm/min Kg/chflb/in®) | 790(11660)
Flexural Strength
g SR . i
ASTM D790 1/4”,2.8 mm/min Kg/chflb/in?)  |27000(380000
Flexural Modulus
|IZOD firdf 55 & 1/4”,23 Kg-cm/cm(ft-Ib/i 18(3.3
ERR | \STM D256(Notched 23t g-cmiem(ft-1b/in) (3:3)
Izod Impact Strength 1/8",23C Kg-cm/cm(ft-Ib/iny ~ 20(3.7)
ASTM D1238 200C , 5Kg g/10min 1.8
Melt Flow Index
AR
ASTM D785 1/2” R Scale 116
Hardness
o
. , ASTM D792 23C - 1.05
Specific Gravity
@:‘ TL %_Lv O, 0, o
_ _ ASTM D1525 1/8",50C /hr C(F) 105(221)
Vicat Softening Temp
#¥ER HDT
Annealed(8% ,8hr) ASTM D648 1/47,120C /hr C(CF) 99(210)
Unannealed 88(190)
PR
- UL 94 - - 1/16"HB
Flammability
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